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It is planned to use feedback to correction coils on ring magnets to

reduce beam motion at frequencies of 120 Hz or 1less.

The magnet cores, made from 1.5 mm thick laminations of 1010 steel, will
readily carry flux of < 400 Hz. However, due to eddy currents, the aluminum
vacuum chamber will attenuate verticle ac fields above 8 Hz and horizontal
fields above 25 Hz. Eddy currents will also cause phase shifts between the
field generated by the correction coils, Bo’ and the field inside the vacuum
chamber Bi' These problems do not exist with a stainless steel vacuum
chamber.

Discussed below are the frequency response of the ring magnets, and the
eddy current shielding of our present aluminum vacuum chamber and of a

stainless steel chamber with a wall 1/8" thick.

1. Frequency Response of Ring Magnets

The required ac corrections are assumed to be * 1% of the £ 1 kG dc
corrections which provide * 400 G-m in the 0.4 m long sextupoles. At
small alternating fields (B < 10 G), hysteresis losses are negligible and
the incremental permeability Hp decreases to its lower limit, the
reversible permeability u_. Both u, and B, are dependent on the value of
dc magnetization present and on the magnetic history of the material. The
maximum value of u. is reached when the material is completely
demagnetized where it becomes equivalent to the initial permeability My
For 1010 steel, we have p; = ﬁr = 200 which, at fields = 10 kG, reduces to
u. < 100.
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As a measure of the penetration of the surface field Ho into the interior

of a plate being parallel to the field, it is customary to use the skin
depth defined as

1/2
5 - (2o (0

where

p = resistivity = 15 x 107 @ em for 1010 steel,

W= uu = 0.4 7 x 1070 2 en”l u. = 1.26 x 1070 s emL,
-1

f = frequency s .

It is common to distinguish between the frequency range of approximately
uniform field distribution, where the lamination thickness d < 2§, and
frequencies where skin effects are pronounced, d > 28. The boundary

between these two frequency ranges has been defined so that
d = 26. (2)

This cutoff frequency defined by (1) and (2) is

£ =P (3)
c 2
umd

For our magnet laminations, we have

-6
£ = 4 x 15 x 10 Qcm - = 673 Hz

©  1.26 x 10 %asen 10,152 cn?

corresponding to a skin depth of 0.075 cm; there are no eddy current
problems with our core laminations at 120 Hz. Assuming circular copper

conductors for the correction coils, we have no eddy current problems as

long as the conductor radius rg, is smaller than the skin depth of copper

at 120 Hz. With

-6
r <8 = ( 1.73 x 10 Qem l)1/2 - 0.6 cm

1.26 x 10 Sascn ‘n120s”




this is no problem.

We could, therefore, use the dc correction coils (£ 1

kG) to make the ac corrections (+ 10 G).

Eddy Current Shielding by the Aluminum Vacuum Chamber

2.1

Horizontal Fields (vertical corrections)

For horizontal fields, we can approximate the vacuum chamber, shown
in Fig. 1, with a cylinder of inside radius r; = 2.09 cm and outside
radius r, = 3.36 cm, having a wall thickness of d = 1.27 cm. Due to
eddy currents in the vacuum chamber, the external field Ho is
attenuated and phase shifted resulting in a field Hy inside the

vacuum chamber. The attenuations ag of a cylinder is defined by

1
a_ = In 'R (4)
i
From reference [l], we obtain
1 Tiy2 2d 2d
a_ =75 1n [CEE) (cosh T~ cos E_)
T,
+ E%-(sinh %Q__ sin %i)
1 2d 2d
+-E(cosh 3 1 cos E—)]' (5)

Figure 2 shows the attenuation, calculated from Eq. (5), as a
function of d/8, which is proportional to the square root of the
frequency, for different parameters p = ri/2d. For low frequencies
(d < 8) and for high frequencies (d > §), Eq. (5) can be simplified
to



2.2

1 rid o
a = E—ln[l + (gi—) ] for d < §, (6)
d Ty
ag = E~+ In 5775 for 4 > §. (7

For horizontal fields, we have p = 2.09/(2 x 1.27) = 0.82. For
aluminum p = 2.78 x 10_6 Qcm, and the skin depth is with § = 8.38/{?
and d/6 = 1.27/(8.38/V£) = 0.152{f. The ratio of the outside field

(Ho) to the field at the beam orbit (Hi) is shown below for various

frequencies
£ 1 5 8 14 25 125 625 Hz
H
ﬁﬂ 1 1 1 1.1 1.3 7.0 100
i

The aluminum vacuum chamber is an effective shield for frequencies

above 25 Hz.

Vertical Fields (horizontal corrections)

The losses are estimated by approximating the vacuum chamber with a
cylinder of r; = 7.73 cm and r, = 9 cmy, d = 1.27 em. This results in
p=7.73/(2 x 1.27) = 3.04. The attenuation for various frequencies

is shown below

£ 1 5 8 14 25 125 625 Hz
H
ifl 1 1.2 1.5 2.8 4.8 28 630

i

From inspection of Fig. 1, one sees that approximating the configur-

ation of the vacuum chamber for vertical fields with a cylinder of

i
cm). Therefore, R. Lari calculated the shielding affect of the

r: = 7.73 cm is not as good as it is for horizontal fields (ri = 2.09

chamber using the program PE2D., His results are tabulated below



£ 1 5 8 14 25 125 625 Hz
H
H—° 1 1.29 1.86 5.55 17.4 34.9 1534

i

Figures 3, 4, and 5 show the flux distribution for 8 Hz, 14 Hz, and-

25 Hz, respectively.

The attenuation especially above 14 Hz is larger than as given by the
cylinder approximation. However, both methods show that frequencies

above 8 Hz are severely attenuated.

Conclusion: The aluminum vacuum chamber will allow horizontal
fields (vertical corrections) of < 25 Hz; vertical
fields (horizontal corrections) are restricted to < 8
Hz.

3. Eddy Current Shielding of a Stainless Steel Vacuum Chamber

A stainless steel chamber could have a wall thickness d < 1/8" = 0.32
cm. With a resistivity of 75 x 1076 Q'em, we have a skin depth of

§ = 43.3/Yf and d/6 = 0.327£/43.3 = 7.4 x 10739f.  For a given value of
d/8 the corresponding frequency is f = 1352 (%02.

For cylinder approximations of the vacuum chamber shapes, we have for
horizontal ac fields p = 2.09/0.64 = 3.3, From Fig. 2, we see that for
p = 3.3, there is no appreciable attenuation up to d/6 = 0.3. This

corresponds to a frequency of
f = 1352 X 0.32 = 1640 Hz.

For vertical fields with p = 7.7/0.64 = 12, we find from Fig. 2 a value

d/8 = 0.15 for negligible attenuation, corresponding to a frequency of

f = 1352 X 0.152 = 410 Hzs A stainless steel chamber allows corrections

up to ~ 400 Hz.
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FIG.2 EDDYCURRENT SHIELDING BY A CYLINDER 12/ve/8s iy
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FIG4 FEDPYCURRENT SHIELDING AT 4 Hz.




SLSUCL .MSH, 2
17,127,835 ©8:55:34 PAGE

ox 20 .09

CONT TIME~Q.LABE={HO
froaraging f{z\@e&ﬁ&ca a
oK

ode

10
—

16.009

14 000

12 .000

19.000

8.000

©.2995 00 10.000 20 000
ELEM=LINE SYNMM=XY SOLN=AT FREQ= c5.000
Steady State ac Solution  Mesh 870 Elements 24 PR ns

FlG.5 EPDYCURRENT SHIELDING AT 25Hz

.

T 2N TEOE RS IR VO VB



